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NVL Laboratories, Inc. 
4708 Aurora Ave. N. 1 Seattle, WA 98103 
Tel: 206.547.0100, Fax: 206,634.1936 

www.nvllabs.com Analysis Report 

Client: Prezant Associates. Inc. 
Address: 1730 Minor Ave. Suite 900 

Seattla1 WA 9B101 
Attention: Mr. John Mccaslin 

Project Location: 3100 Airport Way S. 

Lab ID Client SampJe # 

25073204 05011221 Pb-ot 
25073205 05011222 l 25073206 05011223 

25073207 05011224 ~b-o4 

Total Lead (Pb) 

Sample RL in 
Weight mg/Kg 

0,2053 49.0 

0.206B 49.0 

0.2019 50.0 

0.2204 45,0 

PREL\M\NARY DATA 

Sampled by: Client 
Analyzed by: Ahmad lzzat Date Analyzed: 08/22/2005 

mg/ Kg =Mllllgrams per kllogram 
Percent= MIiiigrams per kilogram/ 10000 

Note : Method QC results are acceptable unless stated otherwise. 

Bench Run No: 25-0822-2 

NU. 9H? P. 2 

AIHA-IH 
#101861 

Batch#: 2512109.00 
Matrix: Paint Chips 

Method: Et'A 70008 
Client Project #:05-2057.10 

Samples Received: 4 
Total Samples Analyzed:4 

Results Results in 
in mg/Kg percent 

7200.0 0.7200 

20000.0 2.0000 

3300.0 0.3300 

21000.0 2.1000 

DRAFT 
RL = Reporting Limit 
'<' = Below the reporting Limit 
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